
 

 

 

 

CERTIFICATE OF ANALYSIS 

FIBRE IDENTIFICATION IN BULK MATERIAL 

Client Details: Dupré Minerals Ltd, Spencroft Road, Newcastle-

under-Lyme, Staffordshire, ST5 9JE 

Lab Contract No: 610-58249 

Requested By:  Patrick Wallace Client Reference No: 38912 

   Date Received: 11/05/2018 

No of Samples: Twenty Six Date of Analysis: 14/05/2018 

 

The samples detailed below have been analysed qualitatively for asbestos by polarised light and dispersion staining 

as described by the Health and Safety Executive in HSG 248. The results are given below: 

IOM Consulting Ltd accepts responsibility only for results obtained from samples as received. No responsibility is 

accepted for errors, which may have arisen during sampling or transportation of samples by external clients. 

Authorised by:        Date of Issue: 

   K Rennie      14/05/2018 
   Scientific Technician     
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Lab 
Sample 
No. 

Client’s 
Sample 
No. 

Sample Details 
Asbestos Type(s) 

Present 

117600 B4145 VERMICULITE SAMPLE NONE DETECTED 

117601 B4146 VERMICULITE SAMPLE NONE DETECTED 

117602 B4147 VERMICULITE SAMPLE NONE DETECTED 

117603 B4148 VERMICULITE SAMPLE NONE DETECTED 

117604 B4149 VERMICULITE SAMPLE NONE DETECTED 

117605 B4150 VERMICULITE SAMPLE NONE DETECTED 

117606 B4151 VERMICULITE SAMPLE NONE DETECTED 

117607 B4152 VERMICULITE SAMPLE NONE DETECTED 

117608 B4153 VERMICULITE SAMPLE NONE DETECTED 

117609 B4154 VERMICULITE SAMPLE NONE DETECTED 

117610 B4155 VERMICULITE SAMPLE NONE DETECTED 

117611 B4156 VERMICULITE SAMPLE NONE DETECTED 

117612 B4157 VERMICULITE SAMPLE NONE DETECTED 

117613 B4158 VERMICULITE SAMPLE NONE DETECTED 

117614 B4159 VERMICULITE SAMPLE NONE DETECTED 
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Lab 
Sample 
No. 

Client’s 
Sample 
No. 

Sample Details 
Asbestos Type(s) 

Present 

117615 B4160 VERMICULITE SAMPLE NONE DETECTED 

117616 B4161 VERMICULITE SAMPLE NONE DETECTED 

117617 B4162 VERMICULITE SAMPLE NONE DETECTED 

117618 B4163 VERMICULITE SAMPLE NONE DETECTED 

117619 B4164 VERMICULITE SAMPLE NONE DETECTED 

117620 B4165 VERMICULITE SAMPLE NONE DETECTED 

117621 B4166 VERMICULITE SAMPLE NONE DETECTED 

117622 B4167 VERMICULITE SAMPLE NONE DETECTED 

117623 B4168 VERMICULITE SAMPLE NONE DETECTED 

117624 B4169 VERMICULITE SAMPLE NONE DETECTED 

117625 B4170 VERMICULITE SAMPLE NONE DETECTED 

 

 


