
 

 

 

 

CERTIFICATE OF ANALYSIS 

FIBRE IDENTIFICATION IN BULK MATERIAL 

Client Details: Dupré Minerals Ltd, Spencroft Road,  

Newcastle-under-Lyme, Staffordshire, ST5 9JE 

Lab Contract No: S-05154-1 

Requested By:  Patrick Wallace Client Reference No: 40126 

  Date Received: 18/04/2019 

No of Samples: Eight Date of Analysis: 23/04/2019 

 

The samples detailed below have been analysed qualitatively for asbestos by polarised light and dispersion staining 

as described by the Health and Safety Executive in HSG 248. The results are given below: 

IOM Consulting Ltd accepts responsibility only for results obtained from samples as received. No responsibility is 

accepted for errors, which may have arisen during sampling or transportation of samples by external clients. 

Authorised by:        Date of Issue: 

   K Rennie      23/04/2019 
   Scientific Technician     
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Lab 
Sample 
No. 

Client’s 
Sample 
No. 

Sample Details 
Asbestos Type(s) 

Present 

124914 A0-113 VERMICULITE SAMPLE NONE DETECTED 

124915 A0-114 VERMICULITE SAMPLE NONE DETECTED 

124917 A0-107 VERMICULITE SAMPLE NONE DETECTED 

124918 A0-108 VERMICULITE SAMPLE NONE DETECTED 

124919 A0-111 VERMICULITE SAMPLE NONE DETECTED 

124920 A0-110 VERMICULITE SAMPLE NONE DETECTED 

124921 A0-112 VERMICULITE SAMPLE NONE DETECTED 

124922 A4-109 VERMICULITE SAMPLE NONE DETECTED 

 

 


